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As potatoes are processed for chips, significant amounts of starch are washed off. This can be added to cellulose and a polymer produced.
Starch is a natural polymer, the cellulose adds strength to it.

Powdered mixture of starch, cellulose and wax added to a mould. 


[image: ]Under a microscope, the product can be seen to be a porous foam 
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